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1 

An adiabatic calorimeter was designed and constructed, and a 

calorimetric technique developed t o  determine thermal characteristics 

of electrochemical cells .  The vaUdlty of the apparatus and method 

was confirmed by the excellent agreement obtained between the experi- 

mentally determined heat of reaction for the nickel-cadmium (KOH) cell ,  

33*15 kal/equiv.2 and the thearetically accepted value obtained from 

the li terature by voltage measurements 33.15 Kc?il/equiv. 

The heat of reaction f o r  a nickel-cadmium (UOH) c e l l  was 

measured and determined to  be 37.7 Kcal/equiv. This curresponds t o  

a heat of f o m t i o n  of 157.55 Kcal/mole fo r  the NiOOH*UOH compound 

if it is assumed that the change i n  the heat of reaction was due 

solely t o  the heat of fonnation of the charged nickel hydroxicb com- 

pound. This change i n  heat of reaction with variation of electrolyte 

tspe indicates that  the previously believed independence of the 

electrochemical system on electrolyte is not completely valid. 

I n  addition, a shurt series of t e s t s  were made, us ing  a 

didymium hydroxide additivb t o  the nickel hydroxide electrode. 

-i- 



I. PURPOGE 

The purpose of this study was t o  investigate and identify 

the thermal and thennogVnrrmic characteristics of alkaline electro- 

lyte seccmdary nickel-cadmium ce l l s  by means of an adbbat ic  

c alorLme t er . 
In  v i e w  of the extensive us8 of the nickel hydrodde 

electrode in certain Sat twies  used i n  sabllites and missiles, 

and because of the diff icul t ies  encountered i n  attempts to 

improve the qualitJr of the electrodes (even though the electrode 

processes are not well understood), it was thought worthwhile t o  

investigate certain parameters that mqy participate i n  the elec- 

trodb reaction. 

The first year of this  program was devoted t o  tb desigln 

and construction of  the adiabatic calorimeter, 

I n i t i a l  studies of nickel-cadndum cel ls  were made with 

electrolytes e i ther  of patasaim hydroxide or lithium hydroxLde. 

-1- 



11. INTRODUCTION 

The electrode reactions taking place within the 

electrochemical c e l l  have been extensively investigated 

nickel-cadmium 

and several re= 

action mechanisms have been proposed (2,1394). Nevertheless, there 

are still many uncertainties associated with these electrode reactions 

which ham yet to be resolved. The reactian mechanism of the nickel 

WdroxLde electrode, and the compounds which e d s t  on the electrode 

i n  the charged and discharged condition, i s  still  subject to contro- 

versy. 

('4~9'~) that our knowledge concerning the possibil i ty of the electro- 

lyte participation i n  the nickel electrode reaction is vague w i t h  

respect t o  the potassium (or other alkaU metals) content i n  the 

reaction producta; participation of water i n  forming hydrates, and 

the structures produced when these substituents are incorporated i n  

the nickel hydroxide la t t ice .  There are a lso discrepancies i n  the 

thennodynamic data for the Ni-Cd c e l l  reaction. 
(4  6 7 8) by d i f f e ra t  authars ' ' ' 

and entropy change, exhibit appreciable difference. 

It is apparent from several publications and communications 

The values reported 

for the heat of reaction, free energy 

The enthalpg change accompanying a c e l l  reaction is generally 

~. ' l~!~lztec!  fmm +ha c.ihha-HeMOlta equation. 

determining the anf of the cel l  at various temperatures, and thus m= 

certaining i ts  temperature coefficient. The.value obtained by t h i s  

method is re lated t o  the equilibrium reactions of the cell ,  and t h e  

treatmmt is  only vslid i f  t h e  system enhibits a s t a U e  emf d e n  there 

i s  no current passing through the cell ,  and when pressure-volume work 

i s  done at constant pressure. It is not v a l i d d e n  there is a change 

This i s  acccanplished by 
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i n  pressure a t  constant volume; for  example, when there is gas evolu- 

t ion i n  a sealed cell. 

the reactions occurring during the charging or dischsrging of a c e l l  

This method does not give any information about 

and cannot be applied to a system, such as the nickel-cadmium alkaline 

c e l l  in which the open c i rcui t  voltage varies with tim. To overcome 

these ljmitationa a calorimeter was developed by which the enthalpy 

change of an electrochemical sgstem undergoing irreversible thenno- 

dgnamics could be ascertained, Thus, from thennal measurements made 

during the chargedischarge cycle of thwNi-Cd ce l l ,  one can calculate 

heats of reaction and fmm this calculate other thermo@natnic proper- 

ties, 

of electrochemical cella(7’8’15’16’17). 

Calorimetric measurements have previously been used i n  the study 

These calorimeters were de- 

veloped to perform specific functions, and therefore varied i n  sim, 

sensitivity, ccmplexity, and diff icul ty  of operation. A l l  the calor- 

imeters, emapt were of the adiabatic type; the other being 

isothermal. 

This report describes the desip of an adiabatic calorimeter 

and its use for  tb measurement of  thermal characteristics of Ni-Cd 

cells having varloua alkali- electrolytes and Ni electrode additives. 



III* APPARATUS DESIGN 

A) Calorimeter (Fig. 1 )  

marine plprood, w i t h  the front of the box being made of 1" thennopane (B). 

b e  outside box of t h e  calorimeter (A)  was constructed f'ra 3/kn 

This allowed the ce l l s  under test t o  be viewed continuously. 

of the five remaining sides of the box were then insulated with 1" 

Styrofoam (C). The Styrofoam was then covered with l/Ln plywood (D), 

thus farming another box within a box, with the Styrofoam separating 

them. 

The inside 

The volume of this inner box was approxbately 26 liters. The 

back of the box was not seded, thus enabling it t o  serve as a door 

f o r  placing the c e l l s  i n  the calorimeter. 

were placed on the back (door) with verg close tolerance, thereby in- 

suring that, when the back was in  place, it formed a t ight  seal with 

ths  other fou r  sides,thus minimieing heat transfer with the outside 

The Styrofoam and plywood 

environment , 
Three holes were dr i l led i n  the top of the calorimeter. The middle 

hole housed the  fan (E), while the other two holes functioned as air 

inlets in to  the camimeter. 

openings were placed two 1/2" atr ips  of asbestos board (P) . 
A b o v e  and along each side of these three 

These 

boards served as holders f m  tb nichrane heater wire, 

openings were then covered with a wooden box (G), thereby insuring that 

the calorineter was completely sealed. 

The heater and 

When the calorimeter i s  i n  operation, the fan draws air up through 

the heater coila, where it is heated as required and then passes through 

the two openings leading back into the calorheter. 

B) Thermanetry 
All of the experiments entail the periodic measurement of  the tm- 

1 
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perature of the calorimeter (which wil l  be the same as the ce l l ) .  

junction of a copper-canstantan thermocouple was placed ins ide  the c e l l  

under test, and the other junction was placed i n  a dewar flask contain- 

ing i ce  water. 

read on a b e d s  de Northrup millivolt potentiometer. 

the temperature r i s e  of the ce l l  with time was obtained. 

c )  Electricel system 

to r  (T1) was immersed about 3 cm. below the level of the electrolyte 

i n  the ce l l ,  and another themistor (Tp) was placed against the cell 

i n  t h e  surrounding atmosphere of the  calorimter.  These themdstors 

we= wired into two arms of a Wheatstone-bridge cbcu i t ,  as shown i n  

Flg. 1. 

c e l l  increased, thereby causing an imbalance i n  the bridge due t o  the 

changes i n  the resistance of the thermistors. 

fran the bridge was fed into a control amplifier (Fyg. 2). 

of the amplifier was then fed  irrto the silicon-controlled r ec t i f i e r  

(SCR) c i rcu i t  (Mg. 3). 

the amplifier controlled the mawitude of the current through R1, which 

charged capacitor C1. When the potential across capacitor (& reached 

the mttter peak-point voltage of the unijunction transiiol- GI, 21 i i  

discharged through Q1 and the primary of the transformer T1 created a 

pulse t o  t u r n  on uhichever SCR was forward-biased. 

on, the c i r cu i t  of the air heater i n  the calorimeter was completed. 

As a result ,  t he  air temperature surrounding the c e l l  wa6 increased 

One 

The difference i n  potential of the thermocouple was 

From this potential 

Temperature Control Circuit: A temperature sensitive thennis- 

During the course of an e q r i m e n t ,  the temperature of the 

The off-balance voltage 

The output 

Ihe magnitude of the off-balance voltage from 

When the SCR turned 

u n t i l  it was equal  t o  the cell temperature, thua balarrcing 

circuit. This caused the SCR t o  turn of f ,  thereby opening 

circuit .  
-5 

the bridge 

the heater 



The power supply circui ts  f o r  th amplifier and Wheatstone-bridge 

are shown i n  Flga. 4 and 5. 
Flectrolysis Circuitt The electrolysis circui t  consisted of a 

Kepco (Model ~ s - 3 6 - 3 a )  power supply, automatic battery cycling device 

(Flg. 6), and recorders f o r  the measureanent of the c m m t  throu& and 

the potential across the cell. The power supply was xwmotely programmed 

through the automatic cycling device. This allowed the c a l l  t o  be 

charged at  constant current, or constant potential, and discharged at 

constant current or constant load. 

with a Sargent MR recorder, and the current through the c e l l  was re- 

corded (Rausch & Lomb VCM-s) indirectly a$ the potential drop across 

a .002 ohm shunt, hi& was incorporated i n  the qcling device. 

The cell  potential was recorded 
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The sintered electrode nickel-cactniun c e l l s  util iaed in  t h i s  

study were vevious ly  constructed as part of the Sandia Research 

Project nSAND',, a s  renorted ly A. J, Salkind and P. F. Bruins (19) . 
The electrode8 (manufactured by the Sonatone Gorp.) were pre- 

pared using mal aqueous methods of impregnation, and their char- 

acter is t ics  a,re given i n  the following table. 

TABLE I. 

NICI(ELCAIIMIUM CELL ELFCTIIODE CHARACTERISTICS 

24/8N*/16. 
Positives 

1. Sire - Full 2 - 3 / 8 ~ / 1 6 ~  
Umoimd area 6.18 sq.in. 6.18 sq. in. 

2. Thickness (Av.) e02372" e02392" 
,0221 - .0251" .0221 - .0261" Range 

%an Deviation .00052n . W 3 @  
Standard Deviation .oO065~ .oou611 

3. Weight gain active material 3.0 grams Wi(OH)2 4.8 grams Cd(OH)2 
Faraday equivalent .a6 A.H. 1.76 A.H. 
Theoretical cel l  capacity 6.9 A.H. 12.3 A.H. 

The cells used in these studies had the dmracteristics shown 

i n  Table 11. 



T A m  11. 

DISCEZARGE CHARACTRUSTES OF NICKEL-CAIMJNM CELIS 
AT ROaM TEMWUTURE 

C e l l  Groups 

Mid-Volt. 
Cap. AH t o  0.6V/ceU. 
Cap. AH t o  1,OV/cell 

7 Amp. Msch. Rate 
Init .  Volt. 
Mid-VOl t. 
Cap. AH t o  0.6v/cell 
Cap. AH t o  1mOV 
Totdl Cap. with suppa. 

28 Amp. Mschm Rate (av. 3 cycles) 
Init. Volt. 
Mi d-VOl t 
Cap. AH t o  0,6V/cell 
Cap. AH t o  1.OV 
Total Cap, with snpps. 

1.28 1.29 
1m25 1.25 
5.67 5.57 
5.44 5.56 

1.23 1.23 
1.18 1.20 
5.50 5.55 
5.37 5.50 
5.96 5.90 

1 m 1 6  l m l ?  

1.12 1,14 
4.73 5.05 
L e  23 4-40 
5.47 5.74 

Code 
F group ce l l s  = Nylon-cellophane-nylm separators, - 

t o t a l  thichess 12.5 milo 

G group ce l l s  = Polypor PVA separators, 5 mils t'nick 

The ce l l s  were conditioned before utilisation i n  the preserrt 

study, as described under "lkpe@imenW. Proceduren. 



v. EXPERIMEZ?TAL PROCEDURE 

A) 

stuw were determined by t h e  water e q u i v a l e n t  method(22). The cells 

were heated i n  an oven a t  800C for 16 hours, and then quickly trans- 

THQMAL CAPACITY OF THE CELIS 
The the& capacities of t he  nickel-cadmium ce l l s  used i n  t h i s  

ferred t o  a calorimeter containing a known amount of water. The 

temperature r i s e  of the water was plotted against time. By extrapo- 

la t ion of the heating and cooling curves, Fig. 7, and knowing tha t  

the heat l o s t  by the c e l l  equaled the heat gained by the water, the 

t h e m  capacity of the c e l l  could be calculated. 

S )  C R U  CONDITIONING 
h i o r  t o  experimentation the cells were conditioned as follows: 

the cells were discharged a t  one amp. u n t i l  the voltage fe l l  to  1.oTT. 

They were then charged a t  0.5 amp. for 16 t o  18 hours. The ce l l s  

w e r e  then discharged again i n  the above manner. The above charge- 

discharge cycle was repeated. Following this capacity test, the cell  

was sharted for  4 hours. The &art was removed and the ce l l  charged 

a t  0.5 a p .  for  10 minutes. The cell  was  then open-circuited for  2b 

hours, during which time, if its voltage remained above 1.16V, the 

c e l l  was considered acceptable. 

C) CYCLING OF Ni-Cd CIZU IN CALORIMETER 
t p l a c e d  i n  the calorimeter 

a d  charged at 1.5 amps. for 2 hrs., then 0.5 amp, for  1 hre won 

completion of charge, the ce l l  was allowed t o  cool t o  about 25OC and 

it was then discharged a t  l.,s amps. un t i l  the voltage fe l l  t o  1.OV. 

D) FABRICATION OF NEW ELBCTROIIES FOR SPEXIAL TESTS 
Certain experiments required special nickel hydr oxlcb electrodes. 

One such experiment was the themi l  characterisation of a nickel- 

hydroxide electrode impregnated with c i idpdun hydmsdde. This electrode 

-15- 



MS prepared i n  accordance w i t h  a technique described in NASA Tech. 

Brief 65-10083. Upon fabrication, the electrodes were subjected t o  

analysis by x-ray fluorescence and x-ray diffraction to  ascertain 

the presence of the didtgnrium compounds. 

showed strong lines f o r  N i ,  Nd, La, and a lso  some Pr. 

The x-ray fluorescence 

E) DE'PWMMATION OF E FOR Ni-Cd(KOH) and Ni-Cd(LIOH) 
-fn order t o  obtain a voltage representative of the lnain Ni-Cd 

cell  reaction, a fully dmrgedeel l  was placed i n  a constant taper- 

ature bath a t  Urn (43.3%), and the open-circuit v a t a g e  measumd 

with time. 

comnm time of lo00 minutes. 

c e l l  ard the Ni-Cd(Li0H) cell.  

The voltage-time plot was then extrapolated back to  a 

This was done with both the Ni-Cd(Km) 



4 

35 

34 

33 

I 32 

31 

OC 

30 

29 

28 

27 

I I I I I I I I I I I I I 
0 IO 20 30 40 50 60 70 80 90 100 110 120 130 

26 



A)  TPPICXL MSCHARGE CURVES 
b e  r i s e  i n  temperature of a 5 AH Nickel-Cadmium c e l l  containing 

7.9RKOH, which occurred when it was discharged a t  1.sA i n  the adiabatic 

calorimeter, is shown i n  Fig. 8. 

voltage are shown i n  Fig. 9. 

cadmium cell 6.3N LiOH was  discharged a t  the 1.5 amp, rate. 

results are shown i n  Figs, 10 and 11, 

The curresponding changes i n  c e l l  

Similar plots were made when the nickel- 

These 

The results of the nickel-cahium cell constructed, using d i m m  

'Ihis hydroxide i n  the nickel electrode, are  s h m  i n  Figs. 12 and 13. 

c e l l  mntained 7.9NKOH. 

The theanal capadt ies  of the c e l l s  uti l ized i n  the above mentioned 

experiments were approximately the same, and varied k r n  ,077 Kcal/dc 

t o  .ow &sl/oc, 

B) OPEN-CIRCUIT VOLTAGE DECAY OF THE Ni-Cd(KOH) md Ni-Cd(I;ioH) CELLS 
%e open-circuit voltage decay of t h e  Ni-Cd (KOH) c e l l  and Ni-Cd 

(LIOH) c e l l  a t  ll09 (43.3%) are shown i n  Figs, 15 and 16, respectively. 

By extrapolation of these curves we obtained a reversible potential of 

l.2?OV for  the Ni-Cd(K0H) cell ,  and 1,293V fo r  the Ni-Cd(LI0H) cell.  

However, the closed circuit  potential of the Ni-Cd ce l l s  i n  lithium 

hydroldde electrslyte ( 6 . 3 ~ )  is not higher than cells with potassium 

hydrblctde electrolyte (7.9N). This is accounted f o r  the lesser con- 

ductivity of the l i th ium hydroa* which we found t o  be 0.310 ohmo1 an-1 

a t  room temperature, compared to  0,590 obm1 cmol for potassium hydroxide. 

C) m G Y  BALANCE OF THE Ni-Cd CBLL 
The enthalpy change (&HI f or the reaction taking place i n  an elec- 

tmchemical cell equals the work done on the cel l ,  less the heat evolved 

bs the cell.  This derives f r o m  the First law of tbmodynamics, and is 



. 

true regardless of t he  thermodynamic reversibil i ty of the process. 

is a l s o  true *en pressure-volume work is done a t  constant pressure. 

It is  not valid when there i s  a change i n  pressure a t  constant volume; 

e. g., oxygen evolution i n  a sealed cell. 

It 

The energy balance can be represented ky the equation: 

Electrical  Energy = Chemical mergy - Heat Xmrgy 

SWlar ly ,  fo r  a steady state situation, the ra te  of increase of the 

enthalpy of the c e l l  equals the ra t e  at which work is  being done on the 

ce l l ,  less the ra te  a t  which it is evolving heat, provided oxygen is  not 

being evolved. 

i s  fixed by the current. 

r a t e  of enthalpy increase, one can calculate the reaction A H  on an 

equivalent or molar basis. 

must be met. 

ments must be based on a s t e a e  state condition; and, secmd, the 

reaction must be stoichiometric. 

The ra te  of a stoichiometric electrochemical reaction 

Knowing both the rate  of the reaction and the 

Xn order to do this, hawever, two conditions 

First, due t o  the thermal lag of the system, the measure- 

In practice, these conditions required (a) t h a t A H  values be calm- 

lated using slopes from only those parts of the time-temperature c u m  

which were essentially straight lines; and (b) that the data used was 

taken over a time internal during &ich the c e l l  reaction involved 

neither tetravalent nickel or oxygen gas evolution. 

Since a AH canputation must be based on a steady state, it is ob= 

d o u s  that  the particular time and temperature selected f o r  the canpu- 

ta t ion was more or less arbitrazy. For the same reason, the carrespond- 

ing voltage was also arbitrary, and thus jntroduced a secmd uncertainty 

i n  the determination. It was also true, however, t ha t  i f  a steady state 

prevailed, the voltage changed slowly with time, and the particular voltage 

-19- 



chosen did not ma.terially influence the value ofdH. 

With t h e  above limitatians i n  mind, the A H  of the ce l l  reaction 

could be calculated as follows: 

"he rate at *ich work (electrical  energy) is done on (or by) the 

cell  equals I*E watts, where E i s  the voltage across the cell ,  ad I is 

the current through it. 

culated by d iv id ing  the s l o p e  of the time-temperature graph by the 

thermal capacity of the c e l l  (expressed i n  OC/watt-min.). 

the reaction i s  1F-l  equiv./sec., where F is the Faraday i n  amp, sec- 

onds equivalent'l. 

The rate of heat generation by the c e l l  i s  cal- 

The rate of 

The value of AH during discharge is therefore 

where m - slope of t h e  time-temperatare graph 

c - thermal. capacity of the c e l l  

Using this equation, a value of 33.15 Kcal equivOv1 for  the  heat of 

reaction of the NI-Cd (KOH) c e l l  was calculated. 

a heat of formation of 162.1 Kcd molew1 for  the active material NiWW, 

where the asterisk stads for water af hydration or physiosorbed elec- 

trolyte. 

equivO4 f o r  the heat of reaction. 

t ion of 19.55 Kcal mole'l for the l i t h ium nickel (III., IV.) oxide 

hydroxide. 

This correspmded t o  

A similar calculation for  the Ni-Cd ( U O H )  cel l  gave 37.7 Kcal 

This corresponds t o  a heat of forma- 

lhthalpg calculations for  t h e  didymium -xi* c e l l  gave 

resu l t s  s imi l a r  t o  the conventional KOH c e l l  used i n  the tests, 



41 

4 0  

39 

38 

37 

36  

o c  35 

34 

33 

32 

31 

30 

29 

2 0  I I I I I I I I I I I 1 
IO 20 30 40 50 60 70 80 90 100 110 120 

M i nu t es 

FIG.8 HEAT PROFILE Ni-Cd (KOH)  CELL 



0 
N - 

3 
3 - 

n c 

3 
n 

n 
N 

v) 
Q) 

3 
C 

t 

.- 



L I I I I 1 

0 

0 
d- 
N 

0 
0 



v) 
Q) 

3 
c 
t 

.- 
E 

> -24- 



0 
00 
N 



a 

. 



.. 

I I I I I I 
Q) (D * N 0 a0 * e * d= m 

/ 

- 

(0- m 

/ 
/ 

/ 
/ 

/ 
/ 

/ 
/ 

/ 
/ 

0 
0 
0 
0 
0 - 

0 
0 
0 
0 - 

0 
0 
0 - 

z, 
0 - 

0 

rs 

v) 
Q) 

3 
C 

c 

.- 
E 

W 
E 
I- 

Y 

w 

- 
0 

C 
Q) 

0 a. 

.- 
c 

c 

c ’ p  
0 0  

L 







DISCUSSION 

The generally accepted reaction taking place when the nickel- 

czdmium c e l l  is discharged i a  

2 NiO.OH* + Cd-2 Ni(0H); + Cd(OH)2 

&ere the asterisks indicate hydration or  solvation of NiOOH and Ni(oH)2, 

respectivaly. U t i l i z h g  the heat of reaction measured, and the l i t e ra -  

ture values f o r  the standard molar heats of formation of the react- 

ants and products, one can calculate the heat of formation of N i O d .  

The literature values f o r  AHf in  the wder given above, a r e  x, 0.0, 

-128.6 and -133.6 Kcal mole'l. Using these values and the A H  value 

found far the reaction (-66.30 Kcal/mole), thedHf for NiOOH is  162.1 

Kcal/mole. 

ment w i t h  the only  value l i s t e d  for  a valence three hydroxide of nickel, 

Ni(OH)3. A similar calculation for the Ni-Cd ( U O H )  c e l l  gave a value 

of 157.55 Kcal/mole fur N i O O p ,  where the A H  of the reaction was 75.4 
Kcal/mole. 

one for Ni(0H)p 

This value for the heat of formation of NiOOH is i n  agree- 

Again, the only l i t e ra ture  value close t o  this v d u e  is the 

In  a series af papers and comunicatima (9-13), Bode et  al have 

found that the chargedischarge process on iim IL&G >yixx2.2c eke- 

trode cannot be represented Q a single equatian (1) as pmposed by G l e m s e r  

and Einerhand (4) , 
Ni(m)* + OH" +P'NIOOH + H20 + e' (1) 

but that a% l ea s t  tw reactims (Q)can be f m u l a t e d ,  with a f f e r e n t  

start ing materials and different end products. 

the 

their  enerm contents. but their analyses and x-rav Datterns do not 

The d d i e e d  phases of 

and )(nickel hydroxides occur i n  two %tatesn, which differ i n  
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b 

differ  significantly. 

The gdckel bdrolade can be oxidized to the higher nickel hy- 

droxides. 

which was prepared ?q Glenser and Mnerhand had an oxidation value uor- 

Two compounds are thereby obtained. One of the compounds ( A )  

responding t o  Ni4.5 and contained water of hydration. 

N5404(0H)4 3 H20 r i  
The other compound (B) was obtained by oXFdation electrochemical- 

l y  i n  KOH as the electrolyte. 

level vas higher than N i 4 . 9  

nickel (III., IV.)  oxide hydroxide, o r  ~ i r n p l ~  as potassium nickelate 

(III., IV.) It can be 

It contained potassium and its oxidation 

It can be characterized as potassium 

This compound exNbfts sane phase latitude. 

represented the idealized limiting formulas 

Ni4. 87 w1?l.63 to 

It is not known whether canpound (A) exists i n  the battery, but 

the higher odde  (B), which contains potassium, has been demonstrated t o  



be present on extended overcharge by Feitknecht('); and Salkind and 

(4) Fruins 

The potassium ion may be replaced by Na+, and Li', but  

the incorporation of Id.+ probably occurs i n  a afferent  marner due t o  

its  ionic size. This leads us t o  believe that tine higher heat of re- 

action found i n  lithium hydrofide electrolyte is due to a change i n  

the amount of alkal i  metal ions i n  the nickel. hydroxide lattice, and 

t o  a different degree of hydration. 



VIII. CONCLT~SIONS, !DRK IN FROGRE%, AND RECOMMENDATION 
F~dR FUR?HER PDRK 

1) 

tion of electrochemical cella. However, since automatic cooling was not  

Included, it i s  not capb le  of quantitative data during thoae special 

portions of charge cycles xhere the c e l l s  are endothemic, without fur- 

tbr m&fications. This does not affect  i t s  a b i l i e  to characterize 

overall heats of reactions. The calorimeter was capable of detecting 

a 0.04°C temperature rise within the cell. Wlth tb specific mass of 

the cells uti l ized,  this corresponded t o  a heat lag of approxhately 

3.2 calories on init iatim of a reaction. 

2) 

nickel-cadnium c e l l  i n  31$(8fl) KOH of 33.15 Kcal. 

termined. Utilizing this value, the heat of formation of NiOOH was 

calculated t o  be 162.1 Kcel mols2.  

The calorimeter constructed is suitable fo r  the them& evalua- 

. 

In checking out  the cdlorimter, a heat of reaction f o r  the 

was de- 

TMs value is in dose  agreement 

with other recent values of 32.9 Kcsl/equiv. (7) , and 33.0 Kcal/equiv. (8) , 
which were found calorimetrically, a d  a value of 32.0 Kcal/equiv. (L) 
which was obtained from I" measurements. 

- . I n ----A*-- 3; LTle  IlUUb V I  L W C I b U A U I A  cf tk ?z-cG eez%*?Lzg 12-7: 

UCCI electrolyte was found t o  be 37.7 Kcal/equiv. If it i s  assumed that 

t h i s  corresponds to a change of heat of formation of the N i -  electrode 

alone, and that  this change i s  mainly concerned With the charge state, 

then tbe heat of formation of the N i O O H ~ I i l O H  compound muld be 19.55 

Kcal/mole. 

nickel hydroxlcb l a t t i c e  is not knom, but  if all the potassium were 

replaced by l i t h iwn ,  then the charged produots should be different due 

t o  t h e  a f f e r e n t  dm of these Ions. 

The exaot nature of how the l i t h i u m  is incorporated i n  the 
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4) Cells wi th  nickel electrodes fabricated so as to  have some co- 

precipitated didymium hydroxide gave the sane results with respect t o  

electrxhemicd capacity and heat of reaction, as the conventional 

Ni-electrode (KCPI) ce l l s  used i n  our tests. 

5 )  

reaction, by means of calorimetry, is dependent on the absence of sec- 

The accuracy of a determination of theAH of an electrochemical 

ondary reactions, both chemical and electrochemical. 

secondary reactions occur i n  t h e  Ni-Cd cell.  

These types of 

?his sensit ivity of t h e  

measurement to  side reactions points t o  the value of calorimetry i n  

elucidating the nature, rate, and extent of such regctions. 

6 )  ?.KIRK IN PROGRESS 
A )  Ni-Cd cel ls  are now being cycled i n  cesium and Rubidim hy- 

B) Ni-electrodes cycled i n  UOH are being further investigated 

l.y x-ray, TGA and DTA techniques. 

7 )  RFCOMMENDATION FOR FURTHER WORK 
A )  Since it is apparent tha t  the electroly-te affects t h e  heat of 

reaction of the Ni-Cd cell ,  to elucidate the mechanism ce l l s  should be 

cycled i n  electrolyte which cannot hydrate the nickel. hydrofide elec- 

tr ode . 
B) With the existing calorimeter it would be possible t o  obtain 

entropy measurements on ce l l s  with various electrolytes. 

C) The techniques discussed i n  this report could be uti l ized t o  

determine the heat balance data on sealed ce l l s  i n  overcharge or re- 

versal. 

D) The equipent  described here could he very f ru i t fu l ly  uti l ized 

t o  determine the effects of electrolyte type and corn. i n  Ag-Zn and 

Ag-Cd systems, or i n  other systems. 

-34- 



E) The technique described here, with modifications in the calorim- 

eter, could be used to determine certain thanno@namic properties of 

single electrode reactims, 



1x0 REFERENCES 

1) W, Feitknecht, H. R. Christen and H. Studer 
2, anorg. allgem, chem, 68 (1956) 

2 )  F. Kornfeil, hoc ,  Ann. Battery Research Developnt  Conf,, 12th, 
Fort Monmauth, 1958, 18-22, 

3) B. 5. Conuay and P. L, Boutgault 
Can, J. Chm. 2, 292 (1959); 38, 1557 (1960) 

b) A. J. Salkind and P. F, Bruins 
J. Electrochan. SOC. 109, 3% (1962) 

5 )  D. Tuomi 
J. Electrochem, SOC. 1 (1965) 

6) S. U. Falk 
J, Electrochem. SOC. 107 661 (1960) 

7) M. Glllibrand and G. W i l c b  
Electrochim, Acta 401 (1964) 

8) W. H. Metzger, Jr, and J. M. Sherfey 
Electrochem. Technology 3, 285 (1964) 

9) H. Bode, K. Dehmelt and J. Witte 
Vortrag: 

10) H, Bode, e t  al 
Bar, d. Bunsmges 6J 839 (1963) 

11) H, Bode, e t  al 
Decheena-Arbeitskreis trElectrachan. Proceasn, Okt. 1963 

- 

-, 

Electrochem. Sac., Pittsburgh, A p r i l  1963 

12) H. Bode e t  al 
Chan, - Ingenieur - Technik 36, 671 (1964) 

13) H, Bode, e t  al 
C.I,T.CE Confemme at Straebourg, April 26 to 28, 1965 

u) 0. Glemser and J, Rlnerhand 
2. zlektrochem., !&, 302 (1950) 

15) J. M. Sherfey and A. Rrenmr 
J, l!le~ctrochem, Sot. 105, 665 (1958) 

16) J, M. Sherfey 
Ibid, ll0, a 3  (1963) 

17) S. M. Caulder 
M.S.Thes3.8, The American University, Washington, D.C. 1964 

- 



. 

18) To S. Beck and F. S. Kemp 
Extended Abstracts of Battery Division 
Buffalo, Oct. lO-lb, 1965 

19) A. J. SaLldnd and P.  F. BrminS 
Nickel Cadmium Cell 
Sandia Contract No. 53ll(99) 
Fina l  Repart, February 28, 1958, P.I.B. chetnbdl mPt. 

Proc. Ann, Battery Res. Development Conf., 12th 
20) B. C. Bradshaw 

Fort Monmovth, N.J., 1958, 22-25 

21) Selected Values of Chemical Thermodynamic Propertie8 
Circular of the Natlonal Bureau of Standards No. 500 
0.S.Gov-t Printing Office, Washington, DOC. 

22) Nelkon, PI. That", Blackie & Son Malted, badan (1962) 

23) 0. Gleanser and J. Einerhand 
2, Snmgm allgmm Chm. -9 261 26-46 ( 1 9 9 )  

-37- 



8 

The authars wish t o  acknowledge the a i d  of Mr. W i l l i a m  Raddi 

of The n e c t r i c  Storage Battery Company, and Mr. Sid Tiller of NASA, 

in helping with the design of certain parts  of the electrical system. 


